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Amphor Pra Bhuddha Bath, Saraburi 18120
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( CERTIFICATE OF ANALYSIS)

Customer Name . U3 e@onT) inuassus e
Fuiisuied Lo PC. No. © 254/67
Product - Wlaaes (MgO) Code Sample No.  : S 254/6
ANHULMININ : lﬁﬂ%ﬁm U117

PROPERTIES METHODS UNIT TEST RESULT
pH (1:2) pH meter - 8.20
Moisture Dry oven % 1.05
CaO In-houes method TE-CH 191 % 36.2
MgO In-houes method TE-CH 191 % 10.30
Silica (SiO,) JIS M 8853-1976 % 7.47
CCE nauannfiau % 80.11
[ron In-houes method TE-CH 191 % 0.58
Manganese (Mn) In-houes method TE-CH 191 % 0.04
Size ASTM-El11 mm 2-5
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A lduiueuveInansNAde (measurement Uncertainty) 0gN5zauA1M1 10007 95% ; Coverage (K) =2
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